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Synthesis of PEDOT/ZnO Photocatalyst:  
Validation of Photocatalytic Activity by Degradation  
of Azo RR45 Dye Under Solar and UV-A Irradiation*

Z. Katančić,** S. Šuka, K. Vrbat, A. Tašić, and Z. Hrnjak-Murgić
University of Zagreb, Faculty of Chemical Engineering and Technology, 
Marulićev trg 19, Zagreb, Croatia

To study the photocatalytic efficiency of wastewater treatment processes, the nano-
composites of conducting polymer poly(3,4-ethylenedioxythiophene) (PEDOT) and ZnO 
nanoparticles were prepared by in-situ synthesis. ZnO is an excellent photocatalyst under 
UV light, but due to high band gap, photons of visible light have insufficient energy to 
excite electrons from valence to conductive band, which limits its activity under visible 
light and therefore practical usage is limited. The PEDOT conductive polymer was used 
to increase the photocatalytic activity of ZnO since conductive polymers are known as 
efficient electron donor and good electron transporters upon visible-light excitation. Po-
lymerization of pure PEDOT and PEDOT/ZnO nanocomposites was carried out at vary-
ing monomer:oxidant ratio (1:2; 1:3; 1:5) with the ammonium persulfate (APS) used as 
the oxidant. Samples were characterized by FTIR spectroscopy, XRD analysis, SEM 
microscopy, UV-Vis spectroscopy and TG analysis. Photocatalytic activity was assessed 
through removal of C.I. Reactive Red 45 (RR45) azo dye under simulated Solar and 
UV-A irradiation. Photocatalysis was monitored by measuring discoloration of RR45 
 using UV/Vis spectroscopy. The results indicate that very low concentration of PEDOT 
conductive polymer in PEDOT/ZnO nanocomposite can significantly contribute to the 
efficiency of the photocatalytic process during wastewater treatment.
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Introduction

Organic synthetic dyes today represent one of 
the inevitable additives appearing in many areas of 
human life, from food, clothing, cosmetics, pharma-
ceuticals and personal care products, and plastic 
items that are used on a daily basis1. When released 
in the environment, they can cause negative effects 
to aquatic organisms and they present serious threat 
to humans2 as well. Thus, in order to avoid the neg-
ative environmental impact by discharge of such 
wastewaters, an efficient treatment is required. Azo 
dyes are considered non-degradable, and common 
degradation processes such as physicochemical 
treatment, oxidative techniques and other are not 
able to completely remove dyes from the contami-
nated wastewaters3. Heterogeneous photocatalytic 
oxidation process is promising for removal of syn-

thetic dyes during wastewater treatment4–6. Hetero-
geneous photocatalysis includes a large variety of 
reactions: mild or total oxidations, dehydrogena-
tion, hydrogen transfer, metal deposition, water de-
toxification, gaseous pollutant removal, etc. The 
most common heterogeneous photocatalysts are 
transition metal oxides, which are semiconductors 
and can produce an electron and hole by photoacti-
vation. Due to the generation of holes and electrons, 
oxidation-reduction reactions take place at the sur-
face of semiconductors during the photocatalysis. 
The most promising metal oxides photocatalysts are 
titanium oxide (TiO2) and zinc oxide (ZnO) that are 
used for the photocatalytic decomposition of organ-
ic dyes under ultraviolet (UV) light irradiation 
(<380 nm). ZnO is chemically stable, non-toxic, a 
low-cost alternative to TiO2

7 and in some cases even 
more efficient than TiO2

8. However, the low solar 
energy conversion efficiency limits its higher prac-
tical applications. Efforts have been made to extend 
the light absorption of ZnO into the visible region 
and increase its photocatalytic activity using meth-
ods such as metal9–11 and non-metal doping12–15, no-
ble metal deposition16,17 and forming composites 
with narrow semiconductors. The nanohybrid/con-
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ducting polymer composites have also been studied 
and have been of great interest over the past de-
cade18. Many conductive polymers are efficient 
electron donors and good electron transporters upon 
visible-light excitation19,20 and allow high mobility 
of charge carriers21,22. Thus, they can improve the 
electronic conductivity and photocatalytic activities 
of metal oxide. Muktha et al.23 investigated photo-
catalytic activity of poly(3-hexylthiophene)/TiO2 
composites and it was established that nanocompos-
ites obtained better performance than the single 
components. Goubard et al.24 described the produc-
tion of nanohybrid materials by photopolymeriza-
tion of 3,4-ethylenedioxythiophene on TiO2. Be-
cause of that, PEDOT conductive polymer 
(structural formula shown in Fig. 1) seems a good 
choice to study photocatalytic activity of PEDOT/
ZnO nanocomposites. The properties of neutral PE-
DOT polymer are low electronic bandgap of 1.6–
1.7 eV, defined as the onset of the π-π* absorption 
demonstrated at λmax of 610 nm. In general, the elec-
tronic bandgap of a conjugated polymer chain can 
be controlled by changing the degree of π-overlap 
along the backbone via steric interactions, and by 
controlling the electronic character of the conjugat-
ed π-system with electron-donating or accepting 
substituents25. The variability of PEDOT conductiv-
ity can be obtained through the choice of suitable 
counter-ion dopants. Reynolds and Kumar26 report-
ed that by increasing the ratio of oxidant (FeCl3) to 
monomer above two during the chemical polymer-
ization of EDOT, a fraction of polymerized PEDOT 
becomes insoluble in organic solution as the result 
of crosslinking. If the oxidant (FeCl3) to monomer 
ratio is above five, a completely insoluble polymer 
is obtained. Because of the low oxidation potential 
and relatively low bandgap, PEDOT has exhibited 
excellent electrochemical and spectroscopic proper-
ties not found in other polymers.

In the present study, conductive polymer nano-
composites were prepared by in situ oxidative po-
lymerization of EDOT monomer in the presence of 
ZnO nanoparticles and PEDOT was deposited on 
the surface of ZnO (denoted PEDOT/ZnO). The 
morphology, structure, optical and thermal proper-
ties of PEDOT/ZnO nanocomposite photocatalysts 
were investigated. The photocatalytic activity of 
PEDOT/ZnO nanocomposites was examined in the 
photocatalytic degradation of Reactive Red 45 azo 
dye under UV-A and simulated solar irradiation to 
determine an optimum EDOT:oxidant (ammonium 
persulfate, APS) molar ratio for the best perfor-
mance. After studying the structure–activity rela-
tionship, it is deduced that the good performance of 
PEDOT/ZnO is achieved due to the conjugated 
structure and good conductivity of the polymer, as 
well as due to PEDOT – ZnO interactions.

Experimental

Materials

For synthesis, 3,4-ethylenedioxythiophene 
(EDOT), 99 % (Acros Organics), Ammonium per-
sulfate (NH4)2S2O8, (Kemika), Zinc oxide nanopar-
ticles (ZnO), (Sigma-Aldrich) BET 15–25 m2 g–1, 
and hydrochloric acid (HCl) 37 % (Carlo Erba Re-
agents) were used. Commercial organic dye C.I. 
Reactive Red 45 dye (RR45) Ciba-Geigy, Basel, 
was used without purification.

Synthesis of photocatalyst

The synthesis of PEDOT/ZnO nanocomposite 
photocatalysts were carried out by chemical oxida-
tive polymerization using ammonium persulfate 
(NH4)2S2O8 (APS) as oxidant. PEDOT conductive 
polymer was in-situ synthesized in the presence of 
ZnO nanoparticles, while the ratio of monomer:oxi-
dant (EDOT:APS = 1:2, 1:3, 1:5) was varied to ob-
tain three different photocatalysts. The molar ratio 
EDOT:ZnO was 0.36 for all studied PEDOT/ZnO 
samples. Sample PEDOT/ZnO (1–2) was prepared 
as follows. EDOT monomer (0.009 mol) and ZnO 
(0.025 mol) were dispersed in 150 mL water and 
stirred for 30 mins. After that, 100 mL of APS solu-
tion (0.018 mol) was added and polymerization re-
action was carried out for another 24 h at room tem-
perature under nitrogen atmosphere. The synthesized 
PEDOT/ZnO nanocomposite precipitate was ob-
tained by centrifugation and washed for several 
times with water and ethanol to remove the redun-
dant oxidant. The sample was finally dried at 60 ºC 
under vacuum for 24 h. The same procedure was 
used to prepare the other two nanocomposite photo-
catalysts, where 0.027 and 0.045 mol was the con-
centration of APS oxidant (PEDOT/ZnO 1–3, 1–5). 
The pure PEDOT polymers without ZnO were pre-
pared under the same conditions of synthesis.

Characterization of photocatalysts

The PEDOT and PEDOT/ZnO nanocomposite 
photocatalysts were characterized by FTIR spec-
troscopy by Perkin Elmer Spectrum One spectro-
photometer with ATR chamber. Samples were used 
in their basic powder form, without prior preparation. 
Spectra were recorded in the wavenumber range 
4000 cm–1 to 650 cm–1. The thermal stability of 
studied samples was followed by TGA analyzer TA 
Instruments Q500. The weight of samples was cca. 
10 mg, heating rate was 10 °C min–1 in an air atmo-
sphere in temperature range from 25 °C to 600 °C. 
The crystal structure of synthesized nanocomposite 
photocatalysts was characterized by X-ray diffrac-
tion analysis (XRD), Shimadzu XRD-600 instrument. 
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Measurement was performed under the conditions: 
2Θ angle from 5° to 70°, step 0.02°, 0.6 s/step. 
Morphology of the studied samples was examined 
by scanning electron microscopy (SEM), Tescan 
Vega 3 instrument. Prior to measurement, the sur-
face was sputter coated with Au/Pt layer. UV/Vis 
diffuse reflectance spectra of the studied powder 
PEDOT/ZnO composite photocatalysts were made 
over the range 200 nm to 700 nm at a spectral reso-
lution of ~0.3–10 nm using Ocean Optics USB 
2000+ spectrophotometer equipped with the inte-
grating sphere.

Photocatalytic activity

The photocatalytic activity of synthesized 
nanocomposite photocatalysts was determined by 
monitoring discoloration of wastewater polluted 
with Reactive Red 45 (RR45) dye. Initial concen-
tration of dye was 30 mg L–1 with the photocatalysts 
concentration of 1 g L–1. The photocatalysis was 
performed in 100 mL batch reactor at room tem-
perature. As the irradiation source, UV-A lamp Pen 
Ray UVP (254 nm) and solar irradiation simulator 
Oriel Newport (Osram XBO 450 W lamp) were 
used. Before performing photocatalysis, the adsorp-
tion equilibrium was reached by stirring the sam-
ples 30 minutes in the dark, and the photocatalysis 
process was carried out for another 90 minutes. To 
monitor the process of photocatalytic degradation 
of RR45 dye, the absorbance at λmax = 542 nm was 
measured by UV/Vis spectrophotometer Perkin El-
mer Lambda EZ 201. Samples were taken from the 
reactor every 15 minutes and filtered using Chro-
mafil XTRA RC (25 mm, 0.45 microns) filters. The 
results are presented as the ratio of remaining and 
initial concentration of dye in wastewater. Concen-
tration at the specific time of measurement was cal-
culated according to equation:

Concentration (t) = A(t)/A0

where A0 and A(t) were the initial absorbance and 
the absorbance of RR45 at the time of measure-
ment.

Results and discussion

FTIR analysis

The samples of PEDOT conductive polymers 
and PEDOT/ZnO nanocomposite photocatalysts 
were recorded by FTIR spectroscopy. In Fig. 1, the 
spectra of three pure PEDOT conductive polymers 
are given that differ in structure because of the vari-
ation of APS oxidant amount during the synthesis. 
The main vibrations bands, according to their chem-
ical structure, appear in the region 1700 cm–1 to 600 
cm–1 of the spectra as may be seen. In Fig. 1, vibra-

tion bands at 1482, 1440 and 1363 cm–1 originate 
from the stretching of C=C and C–C in the thio-
phene ring. The C–S bond vibrations in the thio-
phene ring may be seen at 980, 845 and 685 cm–1. 
Then, bands at 1150, 1093, 1040 cm–1 are assigned 
to stretching in the alkylenedioxy group  
(–COROC–)27–30. According to the literature31 char-
acteristic vibration bands at FTIR spectra of PE-
DOT conducting polymer can be found on the dif-
ferent position due to p-doping, n-doping and 
neutral polymer. The development of charged doped 
structure of PEDOT during the oxidation process is 
recognized by the following bands: 1513, 1319, 
1195, 1090, 1060, 980 and 845 cm–1. The same vi-
bration bands are absent in FTIR spectra of the neu-
tral polymer. Further, the vibration bands that are 
below 1200 cm–1 are similar for both types of p- and 
the n-doped charged forms, and they differ only in 
the relative intensities. On the other hand, the dif-
ference in the p- and n-doped forms may be seen 
from the vibration bands above 1200 cm–1. The 
p-doped form of PEDOT shows the bands at 1513 
and at 1315 cm–1, while in the n-doped form the 
bands are at 1285 and 1237 cm–1. Thus, PEDOT 
(1–5) sample does not show vibration bands for 
p-doped charged form, but indicates n-doped poly-
mer (significantly broader bands from 1200 to 1290 
cm–1). The other two samples PEDOT (1–2) and 
(1–3) (with lower concentration of APS) show op-
posite appearance of vibration bands that are char-
acteristic for p-doped polymer charged form (bands 
at 1513 and 1315 cm–1). In Fig. 2, the spectra of 
three PEDOT/ZnO nanocomposite photocatalysts 
are presented. Only vibration bands of PEDOT 
polymer are observed because ZnO bands are seen 
at lower region32, below 650 cm–1. It is interesting to 
observe that vibration bands of PEDOT in nano-
composite, synthesised under the same conditions 
as the pure polymer, show variation in charged 
forms. All three samples show only n-doped charged 
form, which is seen by the appearance of two bands 
at 1285 and 1237 cm–1. In FTIR spectra, only slight 
variation in the region 730–690 cm–1 is observed, 
indicating higher concentration of C–S bonds, and 
higher intensity of vibration at 988 cm–1 show in-
creased doping of PEDOT/ZnO (1–2) sample. 
Higher intensity of bands vibration at 1150–1130 
cm–1 and at 1090–1040 cm–1 is due to increased 
concentration of the –C–O bonds, indicating higher 
concentration of polymer in PEDOT/ZnO samples 
(1–3 and 1–5) that can also originate from branches 
or crosslinks. The appearance of band vibrations in 
the region at 1600 to 1680 cm–1 indicates the exis-
tence of carbonyl groups, which is related to the 
side reactions such as overoxidation that can cause 
decrement of conductivity due to nonconductive 
side-chains on the conductive PEDOT backbone.
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TG analysis

TG and dTG curves of the studied samples are 
presented in Figs. 3 and 4 and describe confirmed 
variations in PEDOT chemical structures, which are 
seen as variation of their thermal stability. In Fig. 3, 
the results indicated degradation of pure PEDOT 
conductive polymer in two steps for all three sam-
ples. The pure PEDOT samples are rather stable up 
to the temperature of 250 °C as the major decompo-
sition occurs in the region between 150 °C and  
350 °C (70 mass%), and the second smaller step of 
degradation occurs between 350 °C to 520 °C. The 
weight loss at temperature of maximum degradation 
rate (Tmax1) of cca 305 °C may be attributed to the 
degradation of the PEDOT main chains33.

However, the results of Tmax2 re-
veal the difference in PEDOT polymer 
chain structure formed regarding the 
concentration of APS oxidant. Higher 
Tmax2 temperatures indicate higher ther-
mal stability of that fraction of poly-
mer that can be the result of the pres-
ence of polymers of higher molecular 
weight (longer chains), presence of 
branch chains or even some cross-
links.34 So, the polymer with the lowest 
concentration of APS oxidant has the 
lowest Tmax2 = 421 °C, which increases 
for the other two PEDOT samples 
(Tmax2 = 472 °C) as the APS concentra-
tion increases reflecting the variations 
in chemical structure. It is assumed 
that broadening of maximum of Tmax2 
for PEDOT (1–5) also describes varia-
tion and complex structure that is the 
result of high concentration of APS.

PEDOT/ZnO nanocomposites 
photocatalysts show different weight 
loss depending on APS amount (Fig. 
4). This clearly indicates various chem-
ical structures and charged forms of 
polymers formed during in situ synthe-
sis of PEDOT in nanocomposites that 
is the result of interactions between 
PEDOT and ZnO35. Photocatalysts  
PEDOT/ZnO (1–2) and PEDOT/ZnO  
(1–3) show degradation between 180 
and 350 °C, and the whole PEDOT is 
degraded in two steps. On the other 
hand, thermal degradation of PEDOT/
ZnO (1–5) is seen in four steps and is 
completed at 566 °C. From the ob-
tained results, clearly seen is the effect 
of APS oxidant concentration, because 
in PEDOT/ZnO (1–2) nanocomposite, 
only 3 mass% of polymer is formed 
since the whole weight loss can be at-
tributed to the organic polymer phase. 

The fraction of polymer significantly increases with 
APS concentration (1–3, 1–5) to 18 mass% and 51 
mass%, respectively as seen from the TG curves 
shown in Fig. 4. It can be concluded from the TG 
curves that the monomer/oxidant ratio has signifi-
cant influence on the polymer structure that is re-
flected in the polymer properties. Higher ratio con-
tributes to significantly higher conversion of 
monomer in the PEDOT/ZnO nanocomposites.

UV-visible spectroscopy

UV–vis diffuse reflectance spectra of ZnO, 
three PEDOT, and three PEDOT/ZnO samples are 
shown in Fig. 5. As may be seen from Fig. 5, ZnO 

F i g .  1  – FTIR spectrograms of PEDOT samples synthesized by various mono-
mer to APS oxidant ratio (1:2, 1:3, 1:5)

F i g .  2  – FTIR spectrograms of PEDOT/ZnO samples synthesized by various 
monomer to APS oxidant ratio (1:2, 1:3, 1:5)
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absorbs light only in the UV region up to 390 nm. 
Because of its wide band gap, there is no absorption 
of visible light, which is the main reason of poor 
degradation of organic molecules under visible 
light. On the other hand, PEDOT shows strong ab-
sorption in the range from UV to visible light. Com-
posite photocatalysts have the characteristics of 
both ZnO and PEDOT, and they exhibit enhanced 
absorption over the entire UV-vis spectrum. It may 
be seen that the composite PEDOT/ZnO (1–5), 
which has the highest amount of the polymer, 
showed the highest absorption. Hence, it may func-
tion as an effective sensitizer to ZnO photocatalyst. 

Photocatalytic mechanism is described in 
literature36,37. The electrons in p-orbital of 
PEDOT are excited to p*-orbital by visi-
ble light irradiation and can be injected 
into the conducting band of ZnO because 
their energy level is matched for the 
charge transfer. That way, the charge sep-
aration is enhanced, and electrons in con-
ducting band of ZnO will react with water 
and oxygen to produce reactive oxidative 
species, which initiate reactions of photo-
degradation.

SEM analysis

To investigate the difference in mor-
phologies of pure synthesized PEDOT 
polymers and PEDOT/ZnO nanocompos-
ite photocatalysts, SEM micrographs were 
analyzed and are given in Fig. 6. Mor-
phology of pure PEDOT polymers differ 
among themselves as it is observed that 
polymers form the aggregated particles. 
The size of primary particles seems to be 
larger for PEDOT (1–5) (Fig. 6c) than 
that of the other two samples PEDOT  
(1–2) (Fig. 6a) and PEDOT (1–3) (Fig. 
6a), and the morphology of polymer ag-
gregates also differ in size and density. 
Thus, PEDOT (1–2) polymer shows the 
most friable (flaky) morphology, while 
the other two samples show a more con-
densed morphology as concentration of 
APS oxidant increases. One of the reasons 
are interactions established between the 
polymer chains as there are more suitable 
places on the chain for interactions, which 
leads to more dense morphology. It is as-
sumed that in this way, the polymer charge 
form is reduced resulting in lower con-
ductivity and photoactivity.

The similar observation can be made 
for PEDOT/ZnO nanocomposite photo-
catalysts (Fig. 6d,e,f). The PEDOT/ZnO 
(1–2) (Fig. 6d) sample has the loosest 

morphology structure. It could be seen that primary 
particles of ZnO form aggregates that later form po-
rous morphology. The assumption that ZnO parti-
cles are dominant in morphology is supported by 
the result of TG analysis, which proved that only 3 
mass% of PEDOT polymer is present in nanocom-
posite. On the other hand, SEM images of PEDOT/
ZnO (1–3 and 1–5) nanocomposites show more 
dense morphology, which suggests that a signifi-
cantly higher concentration of PEDOT polymer 
contributed to establishing strong interactions. It is 
assumed that polymer particles are on the surface of 
the zinc oxide particles, which is why they may 

F i g .  3  – TG curves of PEDOT samples synthesized by various monomer  
to APS oxidant ratio (1:2, 1:3, 1:5)

F i g .  4  – TG curves of PEDOT/ZnO samples synthesized by various  
monomer to APS oxidant ratio (1:2, 1:3, 1:5)
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have an effect on the type of the morphology. For 
the PEDOT/ZnO (1–5) sample, spherical PEDOT 
particles are clearly visible on the surface (Fig. 6f). 
Since the PEDOT polymer in PEDOT/ZnO (1–2) 
sample is present in very low concentrations, it is 
concluded that the polymer is distributed more like 
a thin layer over ZnO nanoparticles in the compos-
ite.

In literature38 it is reported that the grain size 
and connectivity control the conductivity of granu-
lar conductors. Thus, it is assumed that a thin layer 
of PEDOT polymer over ZnO nanoparticle in-
creased the conductivity of PEDOT/ZnO (1–2) 
sample, while the aggregates of PEDOT polymers, 
due to high concentrations in other two nanocom-
posites, reduced it.

XRD analysis

To identify and clarify the struc-
ture of synthesized PEDOT polymers, 
XRD analysis was performed. In Fig. 
7, the XRD diffraction patterns of pure 
PEDOT polymers synthesized with 
various concentrations of APS oxidant 
are seen. In all samples, exactly the 
same peaks are detected, at 2Θ = 11° 
and 36.5° and one broad and high peak 
at 25°. A small additional peak at 17.5° 
is observed for PEDOT (1–2) sample. 
A slight reduction in the intensity of all 
peaks with increasing concentrations of 
oxidants is noticed from which it can 
be concluded that a higher concentra-
tion of oxidants favors the formation of 
more amorphous structure. In Fig. 8, 
XRD diffraction patterns of PEDOT/ZnO 

F i g .  5  – UV-Vis reflectance spectra of pure ZnO and synthesized PEDOT and 
PEDOT/ZnO samples

F i g .  6  – SEM micrographs a) PEDOT (1–2), b) PEDOT (1–3), c) PEDOT (1–5), d) PEDOT/ZnO (1–2),  
e) PEDOT/ZnO (1–3), f) PEDOT/ZnO (1–5)
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nanocomposite photocatalysts are presented where 
very intense peaks are visible with the maximums 
at 2Θ = 31.7°, 34.3°, 36.2°, 47.4°, 56.5°, 62.8°, 
67.8° and 69.0° (JCPDS Data Card No: 36-1451)39. 
These peaks characterize the hexagonal ZnO wurtz-
ite structure and as their intensity is about 30 times 
higher than the intensity of PEDOT polymer, the 
peaks of polymer are not visible. However, it is no-
ticeable that the peak intensity of ZnO decreases 
with the increase in polymer concentration in nano-
composites which is very evident when comparing 
PEDOT/ZnO (1–2) and (1–5) samples. Further, a 
mild peak at 25° can be discerned (Fig. 8, inset) 
which is characteristic of pure PEDOT and con-
firms its amorphous nature40. That peak appears  
for samples with higher concentration of polymer  

in composite, PEDOT/ZnO (1–3) and 
(1–5). The XRD results show that the 
increase in the polymer ratio in com-
posite significantly affects the surface 
of ZnO photocatalyst.

Photocatalytic activity

The efficiency of the synthesized 
PEDOT/ZnO nanocomposite photocat-
alysts was examined by following the 
discoloration of RR45 dye in wastewa-
ter during photocatalysis under UV-A 
(Fig. 9) and simulated solar irradiation 
(Fig. 10). Due to high band gap of 3.2 
eV, ZnO is the photocatalyst that can be 
efficient in the process only under 
UV-A irradiation and PEDOT polymer 
can be photoactive in Vis part of the 
spectra (at l = 610 nm). Therefore, the 
experiments were carried out under 
both irradiations. Before starting the 
photocatalysis, it was necessary to 
achieve adsorption/desorption equilibri-
um, and therefore the suspension was 
stirred in the dark for half an hour. In 
that period, adsorption of RR45 onto 
the surface of catalyst takes place due 
to established interactions between the 
dye molecules and the catalyst. The 
highest degree of adsorption was ob-
served onto PEDOT/ZnO (1–2) nano-
composite, and during that process  
37 % of the dye was removed, as may 
be seen in Fig. 9. It is well known that 
certain interactions need to be present 
during photocatalysis because the deg-
radation of the contaminant (RR45) oc-
curs at the surface of catalyst41. Too 
high adsorption of contaminant onto 
catalyst surface can slow down or even 
postpone the photodegradation, and 

thus reduce the efficiency of the catalyst itself42. 
This effect is well seen in both Figs. 9 and 10 at the 
beginning of the photocatalysis because some de-
sorption of RR45 dye is observed as an increase in 
dye concentration in water. The photocatalysis un-
der UV-A light (Fig. 9) proceeded for 90 minutes, 
where the initial concentration of RR45 was 30 mg L–1 
and the concentration of the catalysts was 1 g L–1. 
The highest rate of RR45 dye degradation was 
achieved with PEDOT/ZnO (1–2) nanocomposite 
catalyst, as after 90 minutes only 25 % of the dye 
remained in the wastewater, as visible in Fig. 9. The 
photocatalytic efficiency of the other nanocompos-
ite photocatalysts (PEDOT/ZnO (1–3, 1–5) was sig-
nificantly lower because 82 % and 91 % of RR45 
dye, respectively, remained in the water. The results 

F i g .  7  – XRD diffractograms of PEDOT/ZnO samples synthesized at various 
monomer to APS oxidant ratio (1:2, 1:3, 1:5)

F i g .  8  – XRD diffractograms of PEDOT/ZnO samples synthesized at various 
monomer to APS oxidant ratio (1:2, 1:3, 1:5)
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obtained for PEDOT/ZnO (1–2) com-
posite photocatalysts can be consid-
ered as satisfying.

Photocatalysis under solar simu-
lated irradiation was performed under 
the same conditions as mentioned 
above, and the results are given in Fig. 
10. It may be seen that the rate of pho-
tocatalytic degradation of RR45 dye 
was significantly lower for the studied 
nanocatalysts due to lower activation 
energy of solar irradiation that consist-
ed of only ~5 % of UV-A light. How-
ever, good efficiency of photocatalytic 
activity of PEDOT/ZnO (1–2) nano-
composite catalyst is observed, be-
cause at the end of the process, 53 % 
of RR45 remained in the water after 
90 minutes. During the photocatalysis 
using PEDOT/ZnO (1–2), the rate of 
RR45 dye was completely satisfying, 
as every 15 minutes 10 % of discolor-
ation was noted. Here it should be 
pointed out that it was expected that 
PEDOT polymer would establish a 
synergic effect with ZnO catalysts in 
nanocomposite and improve the pho-
tocatalysis process under solar light. 
This can be confirmed only for the 
PEDOT/ZnO (1–2) sample, while for 
the other two nanocatalyst samples, 
the results indicate the absence of any 
synergic effect. On the contrary, high-
er concentration of PEDOT polymer in 
nanocomposite (1–3 and 1–5) exhibits 
congestion of ZnO catalyst. That sig-
nificantly reflects on their photocata-
lytic activity as the photodegradation 
process had slowed down or complete-
ly stopped (sample 1–5). This behav-
ior is also observed in the initial step 
of photocatalysis (first 15 minutes) of 
PEDOT/ZnO (1–2) catalysts by post-
ponement of the process due to high 
concentration of adsorbed RR45 dye. 
Further, the results obtained by valida-
tion of photocatalytic activity under 
solar irradiation show that only PEDOT/ZnO (1–2) 
nanocatalyst indicates good conductivity and satis-
fying structure of PEDOT conductive polymer ob-
tained during the synthesis.

Conclusions

The various chemical structures of synthesized 
PEDOT conductive polymer in pure polymer sam-
ples as well as in PEDOT/ZnO nanocomposite sam-

ples was established by FTIR spectroscopy, TG 
analysis, SEM microscopy and UV-vis spectrosco-
py as a result of changed concentration of APS oxi-
dant. The conditions of synthesis were the same for 
the pure polymers and the PEDOT/ZnO nanocom-
posites, and it was found that a different structure of 
PEDOT conductive polymer is obtained. By FTIR 
spectrophotometry, altered charged forms were con-
firmed as n-doped in nanocomposite and p- and 
n-doped in pure polymer. By TG analysis, it was 
revealed that significantly different chemical struc-

F i g .  9  – Rate of discoloration of RR45 dyes during photocatalysis under UV-A 
irradiation by using synthesized PEDOT/ZnO nanocomposite photocat-
alysts (gRR45 = 30 mg L–1, gcat = 1 g L–1)

F i g .  1 0  – Rate of discoloration of RR45 dyes during photocatalysis under simu-
lated solar irradiation by using synthesized composite PEDOT/ZnO 
nanocomposite photocatalysts (gRR45 = 30 mg L–1, gcat = 1 g L–1)
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tures were obtained regarding the pure polymers 
and polymer in PEDOT/ZnO nanocomposites be-
cause of the different number of steps of thermal 
degradation, as seen from maximum degradation 
temperatures. It was also established that concentra-
tion increase of APS oxidant significantly affects 
the conversion of monomer, as for example, for PE-
DOT/ZnO (1–2) nanocomposite only 3 mass% of 
polymer was present in nanocomposite. From the 
inspection of morphology, it was concluded that in 
PEDOT/ZnO (1–2) nanocomposite only a thin layer 
of polymer over ZnO nanoparticles was formed, 
which is also seen from the XRD results. Higher 
concentration of PEDOT polymer in nanocomposite 
significantly lowers the intensity of ZnO maximums 
in XRD spectra by covering its surface. Finally, the 
validation of photocatalytic activity of PEDOT/ZnO 
nanocomposite catalysts by degradation of RR45 
azo dye under UV-A light revealed very good effi-
ciency of PEDOT/ZnO (1–2) catalyst. The rate of 
photocatalysis under solar light was significantly 
lower although PEDOT/ZnO (1–2) catalyst showed 
the highest efficiency. From the results, it is con-
cluded that a very low concentration of PEDOT 
conductive polymer in PEDOT/ZnO nanocomposite 
photocatalysts has to be present, otherwise it covers 
ZnO nanoparticle surface completely and slows 
down the photocatalysis significantly.
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